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NATIONAL ADVISORY COMMITTEE FOR AERONAUTICS

RESEARCH MEMORANDUM

PRELIMINARY EXPERIMENTAL INVESTIGATION OF TRANSPIRATION COOLING

FOR AN AFTERBURNER -WITH A SINTERED, POROUS “STAINLESS-STEEL h
COMBUSTION-CHAMBER WALL

By William K. Koffel

SUMMARY

The application of transpiration air-cooling to the combustion-
chamber wall of an afterburner was investigated experimentally. The
combustion-chamber wall of a full-scale afterburner was fabricated from
commercially available, sintered, porous stainless-steel plate. The
temperatures of the hot-gas surface of the porous wall at three stations
along the wall were correlated, in terms of the local temperatures of
the combustion gas and cooling air against the ratio of the cooling-air
flux density normal to the porous wall to the combustion-gas flow per
unit of combustion-chamber flow area. The correlation obtained from
this afterburner is in gcod agreement with similar experimental corre-
lations obtained for an asir-cooled, sintered, porous turbine blade of
stainless steel and for a nitrogen-cooled, porous section of a rocket
combustion chamber.

In this investigation, oxidation of the porous metal, attributed
to nonuniformities in the permesbility and thickness of the porous
wall became a problem wherever the wall temperature exceeded about
1600° R. The problem of oxidation can no doubt be eliminated by better
design practice and improved fabrication techniques of more nearly
uniform porous materials. However, the comparisons of cooling-air
requirements for transpiration cooling and for forced-convection cool-
ing in this report were made at the average limiting temperatures of
1560° R for the porous wall and 1760° R for the solid wall.

Calculations based on the experimental correlation of this inves-
tigation indicated that for an exhaust-gas total temperature of 5798° R,
a burner-inlet total temperature of 1656° R, an inlet cooling-air tem-
perature of 553° R, and a combustion-gas flow of 0.057 pound per second
per square inch of burner flow area at the flame holder, a constant wall
temperature of 1560° R can be maintained by transpiration cooling for
a coolant-flow ratio of 0.016. This coolant-flow ratio is only 8 %o
11 percent of that required to maintaln an average maximum wall tempera-
ture of 1760° R under similar operating conditions for a solid-wall
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forced convection cooled by air flowing through a l/z-inch annular cool-

ing shroud. Calculations also indicate that the transpiration cooling
requirements are more than doubled for this afterburner, if, rather than * ¢
maintaining a uniform wall temperature, the walls are fabricated from a 3
unifgrm—permeability metal so that the maximum wall temperature is
1560~ R.

INTRODUCTION

2833

Because of the military demand for ever-increasing thrust augmen-
tation of turbojet power plants by afterburning, the engine and airframe
designers must supply large quantities of air for cooling purposes. For
example, experimental afterburners cooled by the parallel flow of air
through an annular passage surrounding the combustion chamber require
coolant-flow ratios (cooling air to combustion gas) of about 0.15 to
0.22 to maintain an average wall temperature of 1766° R at the exhaust-
nozzle inlet for exhaust-gas temperaturcs of 3800° R (refs. 1 and 2).
Practical considerations of the source and quantity of cooling air to
be handled, space for ducting, pressure losses, pumping problems, and
weight, each affecting the over-all power-plant performance, however,
limit the maximum cooling-air flows to about 0.0% to 0.10 of the

" combustion-gas flow. These limitations on cooling-air flow for systems

using forced-convective cooling restrict the maximum combustion-gas

temperature in the afterburner and, consequently, limit the maximum -
thrust. Further development is required for adequate forced-convective
cooling of efterburners cperating at gas temperatures of 3800 to

4000° R with coolant-flow ratios of 0.05 to 0.10. For example, the
development of thick ceramic coatings which would limit the flow of
heat t~ the afterburner wall might be a possible process.

A search for more effective ways of utilizing the cooling air in
turbojet afterburners led to the consideration of transpiration cooling.
Experimental investigations of gaseous transpiration cooling show very
effective cooling of a rocket (ref. 3) and of a gas-turbine blade
(ref. 4). The application of transpiration cooling to the combustion-
chamber walls of turbojet afterburners is being investigated at the
NACA Lewis laboratory, and the preliminary experimental investigation
of an afterburner with a sintered porous wall is reported herein.

The mechanism of transpiration cooling and a discussion of some
problems in applying this method of cooling to gas-turbine blades are
presented in reference 5. The theoretical heat-transfer processes were
derived for transpiration cooling with a laminar boundary layer on the
hot-gas side (refs. 6 and 7). Approximate solutions for turbulent
boundary-layer flow are given in references 8 and 9. Some preliminary
calculations based on previous work indicate substantially lower i
cooling-~air requirements for a transpiration-cooled afterburner than . ‘
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for one using convective cooling. Since insufficlient information
existed on which to base precise theoretical calculations, the construc-
tion and evaluation of a full-scale porous-wall afterburner was under- .
taken. It was belleved that this investigation would permit rapld dis-
covery of solutions to design problems and answers to questions arising
from this method of cooling afterburners.

The first problem was the selection of a porous material having the
requisite air-flow characteristics and strength at temperatures up to
1100° F. The second and related problem was the design and fabrication
of the porous wall so that it would safely withstand the collapsing
forces imposed by the pressure drop across the porous material. A fore-
most question was the susceptibility of the porous material to clogging
by dust and foreign particles in the cooling-air supply or to deposits
of soot or fuel residues on the hot-gas side of the wall. Another ques-
tion was the rate of oxidation at elevated temperatures and the influence
of the oxidation products on the clogging of the porous material.

This report presents the results of a preliminary investigation of
a combustion-chamber wall fabricated from commercially available,
sintered, porous stainless steel; discusses some of the deslgn and fab-
rication problems that may occur with this method of afterburner cooling,
and provides data for further evaluating the potentialities of this
method of cooling.

APPARATUS
Sintered, Porous Stainless-Steel Combustion-Chamber Wall

A preliminary search for suitable porous materials disclosed that
no commercial product possessed all the desired properties, nor was one
available in a form and size readily applicable to an afterburner com-
bustion chamber. The compromise choice was sintered AISI type 304
porous stainless steel in plates 9 by 77 inches (maximum size available)
and 1/4 inch thick. This thickness was selected so that the wall would
sustain the pressure drop across it without external supports that might
tend to disrupt the continuity of the air flow through the wall. This
thickness also facilitated the installation of thermocouples within the

wall.

Consideration of the increases in cooling requirements and in pres-
sure drop across the porous wall with distance downstream of the flame
holder led to the selection of three grades of porous stainless steel.
These three grades were selected so as to vary the permeability along
the length of the combustion chamber, in an effort to match somewhat the
air flow to the estimated coolant requirements. The manufacturer's
specifications for the three grades of material used ure presented in

table I.
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The cylindrical combustion chamber (fig. 1) had an inside diameter
of 25.5 inches and length of 58.5 inches from the flame-holder bolts to
the exhaust-nozzle inlet, of which the last 54 inches was of porous
material (fig. 2). The porous plates were rolled and hand-welded in a
single pass by an inert-gas-shielded tungsten arc into the cylinder
shown in figure 1. Roll-forming at a 12.75-inch radius of curvature had
no measurable effect on the air-flow calibration of the porous materials.
The porous cylinder was held concentric within the cooling shroud by
eight spacer clips (see fig. 3) equally spaced around the circumference
in each of three planes along the length. The upstream end of the

2833

thermal expansion, and the cooling-air flow was restricted at the nozzle
end of the porous wall by a labyrinth seal.

Test Facility

The porous-wall afterburner was mounted on a conventional axisl-
flow turbojet engine installed in an altitude test chamber, The sea-
level static thrust of the engine was approximately 3100 pounds at
rated engine speed of 12,500 rpm and a meximum turbine-outlet tempera-

_ture of approximately 1660° R. At this condition, the air flow was

slightly less than 60 pounds per second. Figure 3 shows a sectional
view of the afterburner assembly and details of the flame holder and
fuel-spray system. The section between the turbine flange and the
beginning of the porous wall, including the flame holder and fuel-spray
bars, is identical with the high-performance afterburner configuration
of reference 10, which evolved from configuration C of reference 2.

Cooling air was supplied from an independent source and flowed
through 200 square feet of l-inch-thick Fiberglas filter media. The
maximum particle size passed was less than 1 micron. The air then
flowed through an A.S.M.E. standard thin-plate orifice installation and
pressure-regulating valve outside the altitude test chamber, entered a
plenum chamber at the upstream end of the porous wall through two dia-
metrically opposed inlet ducts, and flowed rearward through the
1%%—inch annular cooling passage and the porous wall into the combustion
chamber.

Two convergent water-cooled exhaust nozzles having exit areas of
2.21 and 2.40 square feet were used.

The engine fuel was clear, unleaded gasoline of 62-octane rating,
and the afterburner was operated with MIL-F-5624A, grade JP-4, fuel.
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Instrumentation

The engine instrumentation was standard and identical with that of
reference 10. The principal afterburner instrumentation was installed
in the three planes A, B, and C shown in figure 2. The location of each
temperE%nréﬁand pressure measurement on the porous wall is shown in
figure 4(a), and on the afterburner cooling shroud in figure 4(b).

Details of the thermocouple installation in the porous wall are
shown in figure 5. This type thermocouple installation offered a mini-
mum disturbance to the flow of air through the wall and to the normal
temperature profile across the wall. The thermocouples at the 2700,
315°, and 360° circumferential positions looking downstream and the
combustion-gas static-pressure taps at the 22.5° circumferential position
are visible in figure 1. The air temperature in the cooling passage was
measured by butt-welded iron-constantan thermocouple probes (fig. 6).

TEST PRPCEDURE

One data point was obtained at a simulated altitude of 36,700 feet
and a flight Mach number of 0.81 with an exhaust-nozzle-throat area of
2.21 square feet. The rest of the data were obtained at a simulated
altitude of 35,000 feet and a flight Mach number of 1.0 with exhaust-
nozzle-throat areas of 2.21 and 2.40 square feet. The gas temperatures
at the exhaust-nozzle exit ranged from 28%8° to 3816° R, the turbine-
discharge temperatures from 1420° to 16660 R, and the ccolant-flow ratios

from 0.032 }o 0.154.

The cooling-air flow was varied over as wide a range as possible
for several values of afterburner fuel flow. The minimum cooling-air
flow was limited by maximum permissible wall temperature. Maximum
cooling-air flows at high combustion-gas-temperature levels were limited
by maximum turbine-discharge temperature, which increased with cooling-
air flow for a given combustion-gas temperature because the fixed-area

exhaust nozzles were choked.

CALCUILATION PROCEDURE
Cooling-Air Flux Density

local rates of cooling-air flow per unit area of the porous wall
(pv)a were calculated from the local pressure drop across the wall, the

local average wall temperature, and calibrations of the three grades of
porous stainless steel. The calibration procedure and the method of
generalizing the flow data were the same as used in reference 1ll. The
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final calibration curves are shown in figure 7 for grades E, F, and G
porous stainless steel used in the experimental afterburner and for an
improved quality of porous stainless steel designated herein as grade H.
(The physical properties of grade H porous stainless steel are presented
in table II.) The ordinate of the calibration curve (fig. 7) is, in
effect, a measure of the pressure drop per unit thickness across the

A2) g\ T,
—_— , and the abscissa is the generalized weight

porous wall - m T "
(Symbols

flow per unit area (pv)g Ho/w normal to the porous wall.
are defined in appendix A.) The viscosity and temperature ratios reduce
the air-flow data to standard temperature. It is shown analytically in
reference 12 that the temperature of the air within the porous wall

differs from the local metal temperature by a fraction of a degree,
except for a very short distance where the air enters the wsll. Con-

i bo \2 To
sequently, the viscosity in the factors py/u and ) T (fig. 8)

was evaluated at the local average wall temperature measured 3/16 inch
from the air side of the wall.

Cooling-Air Flow

The cooling-air flows measured by mecans of the A.S.M.E. thin-plate
orifice were not used in detcermining the values of coolant-flow ratio
wa/wg,a reported herein, because cracks appeared along some of the

welded seams in the porous wall and permitted part of the measured air
flow to leak into the combustion chamber without being utilized as a
coolant. Consequently, the coolant-flow ratios are based on cooling-
air flow calculated from a step-by-step integration of the cooling-air
flux density (pv)a over the entire area of the porous wall.

Varying degrees of oxidation developed in the porous stainless-
steel wall during the course of the investigation. This oxidation
resulted in a gradual reduction in local cooling~-air flows through the
oxidized areas from those calculated from the air-flow calibration
curves for new materisls. The partial reduction in cooling-alr flows
through the oxidized areas in the G and F grades of porous stainless
steel was ignored in integrating the total effective cooling-air flow
through the porous wall. Only a slight error resulted, because the
entire air flows through new G and F grade materials used in the wall
were, respectively, 1 and 6 percent of the total cooling-air flow.

CONFIDENTIAL
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Correlation of Temperatures on Porous Wall

The temperaturc-difference ratio %!_:_¥E and its related param-
, g€ - *a
. Ty - Tu
etoer T have been used by euarlier investigat: ‘o correlate
21 a

the temperature of a porous material with the temper:iiture of the combus-

tion gas and cooling air. The data for a porous turbine blade are cor-
Ty - Ty

relauted (ret. 4) by plotting TE“:-T; againct the ratic of the cooling-

air flux density normal to the porous wull to the total gac flow per
(pv)a
unit combug -gas- . ef, 3 Yals
init of combustion-gas-flow arca TEETE Canright (rcf 3) and Wheeler
Tg -1,
(ret. 13) have plotted, in the notation of this report, TJ_——T—
g - ta

(pv)a '
coainot 1537; for a porous wall seetlion in o rocket combustion chamber.

T, - v. \¢
ety e yperade . 4 ‘
The racio = T v been corrcliated against the parameter 2 Re

“H a U

. \ g /

in reference 14, where Re 15 the Reynolus numues colztime to the flow
conditions in the main stream. The datn in this report are corrclated
in the same manner as in reference 4.

The combustion-gus bulk total temperature T at any distance
Jdownstream of the flame holder was obtalned frofm the empirical equa-
tion (ref. 15)

i‘»’"" - ZSIO = sin L % (1)
¢,8 &,0 2L

Wil re

T,.0  ttal temperaturc at burner inlet, °r

TG;G tntal temperaturc at exhaust-nozzle exit, R (uppendix B)

L distance from flume holder to exhaust-nozzle exit

The value of Tw,g used in the correlation parameters of this report
is the local average surface temperature on the hot-gas side of the
porous wall. The temperature Tw g "wao obtalned from the equation

)

CONFIDENTIAL
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Tw:g = Tw;z’/llﬁ + AT ' (2) !

where Tw,S/lG is the circumferential average of local wall temperatures
measured at a depth of 3/16 inch from the air-slde of the porous wall,
and AT is the avelkage Jifference between local wall temperatures
measured by the flush gus-side thkrmonouple' and the thermocouplecs
imbedded at 3/16 inch depth at the 155° and 315° circumferentinl Dosi-
tions. The values of AT ranged from about 1:% to a0° R.

2833

In averaging the wall temperatures, (b was necessary to omit thoose
values obtained in reglons where scvere oxi-intion had occurred. Peak
wall temperatures of ¥4759 F appearel at the Y und 1800 circumferential
positions of station B when the afterburner was fircst lighted. Brown
to purple-black oxidized areas coinciling with the pruk temperatures at
station B were observed on the inside surface of the porous wall dpon
inspection after 2 howrs of afterburning. | Subocquent checks revealea
that the oxidation had been severe enough to nullify the air-flow call-
bration in these arcas. Temperoture measurements by thermocouplesn
located in badly oxidized areas at station B were therefore omiteed {ron
the circumferential average temperature uced in correlating
Tee = Ta (pv),

against Fortunately, Lhe thermocouples at the 13
Tg o1, ag T “j— Y s B
and 315° circumferential positions of station B were not in badly
oxidized regions of tho porous wall.

e}

Optimum Cooliny-~Air Flow

The optimam longitudinal distribution of ccoling air and the
resultant coolant-flow ratios were calculated for several constant values
T - Ta

. . Wy E
of wall temperaturc from the experimental correlation of M’E T
I Y

(ov)a
against 1537_ for this afterburner. A knowledge of the actual dis-

tributions of permeabx;xty or thickness of any specific porous material
and of the cooling~air pressure is not neceasary for these calculations, 3
' (P"")a i
- o +1 - \ TN . .

20 long as the values of z;ﬁyg or (pv,a obtained from the correla-

tion for a given set of temperature and gas-{low conditions are muin-
tained. The corresponding coolant-flow ratios were obtained for the
combustion-chamber geometry of this investigation {rom a step-by-step -
integration of the optimum distribution (pv), over the whole porous -
surface.

CONFIDENTIAL
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RESULTS AND DISCUSSION
Typical Temperature and Pressure Proflles

Typical circumferential temperature profiles oi the cooling air and
porous wall are presented in figure 9. Temperature peaks were observed
at the 0° and 180° circumferential positions for stations A and B, and
to a lesser extent for station C. Generally, the differences between
the maximum and minimum wall temperatures at stations A, B, and C, res-
pectively, were about 200° to 300° F, 500° to 700° F, and 30° to 100° F.
The cooling at station C was especially effective, in spite of high
combustion-gas temperatures, as evidenced by average temperature dif-
ferences between the wall and the cooling air of 20° to 100° F. This
low temperature rise indic.ted an excessive and westeful use of cooling
air.

Typical temperature profiles across the porous wall are shown in
figure 10. This temperature profile was shown analytically to be a,
gradual exponential curve in reference 12. The large degree of over-
cooling at station C is quite apparent from a comparison of the tempe¢jra-
tures of the wall and the cooling air. ’

Typical longitudinal distributions of stati- pressure in the cool-
ing passage and inside the combustion chamber ar.: shown in figure 11.
There was negligible drop in pressure along the cooling passage because
of its large height, but the drop in combustion-gas pressure increased
with increases in the heat released by combustioa.

It will be observed from the shape of the static-pressure curves in
figure 11 that the pressure drop across the porcus wall p, - Pg

could become zero or negative near the flame-hclder end of the porous
wall with reduced cooling-passage pressure, while a positive pressure
drop across the wall farther downstream might b2 large enough to cause
local overcooling of a high-permeability wall. Such a condition could
be averted if the cooling-air pressure were raised to provide an ade-
quate insulating air film on the porous surface near the flame holder
with a simultaneous reduction in the permeability of the porous wall in
the downstream region. For a given coolant fluw, the selection of
lower-permeability porous materials will increase the required coolant
pressure and, 1in general, tend to decrease the percentage variation in
pressure drop across the wall with distance from the flame holder in
comparison with the average pressure drop across the wall. A compromise
is necessary, because high pressure drops imply heavier structure to
support the wall against the larger pressure forces.
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Correlation of Wall Temperatures

Tyg - T (pv)
) W8 a a
The temperature-difference ratio T o Ta and the ratio 1557g

were evaluated for each data point at stations A, B, and C and plotted
against each other in figure 12 to give the experimental ccoling correla-
tion for this afterburner. A well-defined curve resulted for the data
obtained from all three grades of porous stainless steel over a range of
gas temperatures from about 1700° to 3700° R and combustion-gas flows,

at the flame holder, of 20.6 and 28.5 pounds per second. The correlation
curve applies to the data obtained at the high altitude conditions of
this investigation where the combustion flames were nonluminous.

The correlation obtained from this investigation is compared in
figure 13 with the experimental correlations obtained for an air-cooled,
sintered, porous stainless-steel turbine blade (ref. 4) and for a
nitrogen-cooled, porous section just upstream of the nozzle in & liquid-
fuel rocket (ref. 16, p. 318). The agreement between the correlations

. of the three investigations is considered good. If the assumpticn is

made that turbulent boundary-~layer flow existed in each investigation,
the spread between the curves can be accounted for approximately by the
variation in Reynolds number among the investigations. The large appar-
ent spread between the curves at low values of temperature-difference
ratio is actually the result of only small differences in wall tempera-
ture. For instance, for a temperature difference of 2000° R between the
gas and cooling air, the maximum spread in the curves at a flux density
ratio of 0.025 results in less than 100° R variation in the wall tem-
perature,

Distribution of Cooling-Air Flux Density

The longitudinal distribution of cooling-air flux density (pv)a

in this afterburner was calculated for several data points from static-
pressure curves similar to figure 11, the correlation curve (fig. 12),
and the calibration of the three grades of porous stainless steel

(fig. 7). An iterative procedure was used, because the longitudinal

" distribution of wall temperature was necessary to evaluate the viscosity

factors in determining (pv) from the air-flow calibration curves, and
the wall temperatures were dependent on (pv) Typical distributions

(pv)g

r——y- (and hence (pv),, since (pU)g is approximately constant

CONFIDENTIAL
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curve (fig. 16(b)) resulted with a coolant-flow ratio of 0.107 at an
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for a given combustion-gas flow) are shown in figure 14. The combination. ;
of low permeabilities and small pressure drops across the wall, together 5
with increased air viscosity resulting from the high wall temperatures,
permitted little air to flow through grades G and F porous stainless
steel. By coincidence, the effect of increasing pressure drop on cooling-
air flux density was counterbalanced by increasing air viscosity effects,

(pv) :
so that T;ﬁjé or (pv)a ~was practically independent of distance in -~
8

the G and F grade material. In contrast (pv) increased with distance
from the flame holder in the grade E msaterial, because the static-
pressure drop across the wall increased as the static pressure in the
combustion chamber decreased. It will be shown later that the wall
temperature, and herce the temperature and viscosity of the cooling air
flowing through the grade E materieal, was practically independent of
distance from the flame holder.

Longitudinal Distribution of Cooling Air

Typical curves of the fraction of the total cooling-asir flow that
passed through the porous wall are plotted against the distance from the
flame holder in figure 15. Discontinuities occurred in the curves at
the junctions of different grades of porous material; however, changes
in coolant-flow ratio or combustion-gas-temperature level over the
ranges investigated had only a slight effect on the longitudinal dis-
tribution of cooling air. The cooling alr that passed through grades G,
F, and E porous stainless steel, respectively, were about 1, 6, and
93 percent of the total cooling-air flow.

longitudinal Distribution of Wall Temperature

The calculated longitudinal temperature distributions for the com-
bustion gas (eq. (1)) and for the hot-gas surface of the porous wall
(based on the correlation curve of fig. 12) are presented in figure 16
with the longitudinal distribution of average cooling-air tempersature.
The temperatures measured by the thermocouples inmbedded 3/16 inch from
the air side of the wall are also plotted at stations A, B, and C. A
coolant-flow ratio wa/wg g of 0.042 and an exhaust-gas temperature of
2858° R (fig. 16(a)) resuited in peak wall temperatures of 1330° and
1370° R, respectively, at stations A and B. The calculated wall tem-
peratures based on the experimental correlation were nearly constant in
the grade E material, with a value of 860° R at station C. A similar

exhaust-gas temperature of 3798° R. The calculated average wall tem-.
peratures Tw,g at stations A, B, and C were, respectively, 1440°,°

CONFIDENTIAL




e e 1
¥

A i i S e P Sy Pt e Tt 4

ror .. . -
R , . s

e L e o 5 4yt % O 4
- ) hR T ARG LR T

12 CONFIDENTIAL NACA RM E53D08

1390°, and 670° R. These temperatures are all below 1560° R, which is
considered to be about the maximum allowable average temperature, from
strength and oxidation considerations, for the porous material in this
afterburner. These low temperatures illustrate the high cooling effec-
tiveness provided by transpiration air-cooling. The coolant-flow ratios
would have been considerably lower, if several grades of porous material
intermediate between E and F had been available to provide an effective
matching of cooling-air flux density to the required densities.

2833

The agreement between the measured and calculated temperatures is
excellent for figure 16(a). The agreement is fair for stations A and C
in figure 16(b), vhere the data were taken after a total of 6 hours of
afterburner operation. The poorest agreement was at station B, where
the grade F porous stainless steel developed hot spots and began to
oxidize early in the investigation. These oxidized regions extended
with time, and the clogging gradually became more severe. Consequently,
the actual flux density in this region was nonuniform and averaged out
toc less than that calculated from the calibration curve for new material.

Effect of Permesbility on Cooling-Air Requirements

The results of figure 16 suggest that the cooling air would be more
effectively utilized if the permeability were varied so as to maintain
a constant wall temperature along the length of the combustion chamber.
In actual practice, the variation of permeability and the cooling-air

pressure to obtain a con<tant wall temperature would be affected by the .

choice of flight plan and by afterburner operating parameters. The
criteria for selecting the design point to obtain the best compromise
distribution of permeability and cooling-air pressure are beyond the
scope of this report.

The curves of figure 17 show the optimum distribution of cooling
air for three values of constant wall temperature for the same test
conditions as for figure lG(b). The cooling-air distribution for con-
stant wall temperature shows the simultaneous reduction in the rate of
coolant addition in the upstream region and the increasing rate of
coolant addition in the downstream region of the porous wall as the wall
temperature level is increased. ~For an exhaust-gas total temperature of
3798° R, a burner-inlet total temperature of 1656° R, an inlet cooling-
alr temperature of 533° R, and a combustion-gas flow at the flame holder
of 29.1 pounds per second (0.057 pound per second per square inch of
burner flow area), the ideal minimum coolant-flow ratios for constant
wall temperatures of 680°, 1415°, and 1560° R are, respectively, 0.131,
0.022, and 0.016. The value of 0.016 is only 8 to 11 percent of the
coolant-flow ratios required to maintain an average maximum wall temper-
ature of 1760° R under similar operating conditions for a solid-wall
forced convection cooled by air flowing through a 1/2~inch annular cool-
ing shroud.
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For comparison, and to illustrate the characteristics of some
actual porous materials, the distributions of temperature (fig. 18(a))
and of cooling air (fig. 18(b)) were calculated by means of the correla-
tion (fig. 12) for the combustion-chamber wall fabricated from porous
stainless steel of uniform permeability because of the design simplicity
and ease of fabrication of this material. The distributions of tempera-
ture and of cooling-air flow shown are those that would result, with the
conditions of figure 16(b), if the combustion chamber was fabricated
from l/4-inch-thick plates of grades E, F, and G porous stainless steel
or from 0.034-inch-thick grade H improved quality porous stainless
steel. A constant wall temperature was approached by the grade E mate-
rial (fig. 18(a)), for which the lcngitudinal profile of wall tempera-
ture approximated the tempersSure profile of the cooling air. The wall
of grade E material is overcooled. Correspondingly, the coolant-flow
ratio is high (0.133), although it is close to the ideal minimum value
of 0.131 for a constant wall temperature of 680° R, since the initial
and final wall temperatures are, vespectively, 630° and 690° R.

The less permenble grades of porous material produce proportionately
higher wall temperatures, with t¥ends that approximate the combustion-
gas temperature. As a result, the upstream region of the porous wall is
cooler than the maximum temperature in a given grade of material, and
the coolant-flow ratios become increasingly greater than the ideal mini-
mum for a constant-temperature wall having the same temperature limit,
as the wall temperature level is increased. For instance, a coolant-
flow ratio of 0.032 is necessary to obtain a maximum wall temperature of
1415° R in the grade F material; whereas the ideal minimum coolant-flow
ratio is only 0.022 for a constant wall temperature of 1415° R. Large
areas of walls made from either grade G or H would be overheated at a
cooling-air pressure of 12.36 pounds per square inch absolute. However,
a pressure increase from 12.36 to 12.50 pounds per square inch absolute
would give a maximum temperature of 1560° R and a coolant-flow ratio of
0.037 in the grade H material. This coolant-flow ratio is more than
double the ideal minimum of 0.016 for a constant wall temperature of
1560° R for the previously mentioned temperatures and combustion-gas flow
per unit area. For the operating conditions discussed in the preceding
illustration, the cooling-air requirements are approximately 50 to 100
percent greater than for walle having ideal permeability distribution.

The longitudinal distridbutions of cooling-air flow for combustion
chambers fabricated of uniform-permeability porous stainless steel are
shown in figure 18(b) along with the optimum cooling-air distridbution
for a constant wall temperature of 1560° R. In the first 24 inches down-
stream of the flame holder, the coolant additions with uniform permea-~
bility are approximately 3.8 to 14 times the ideal addition for a constant
wall temperature of 1560° R, as the maximum wall temperature is decreased
from 1415° to 690° R for the operating conditions listed.

CONFIDENTIAL

R B A o S

ot s i

- has

PRI




A o Uy ST

o e VTN

14 CONFIDENTIAL NACA RM ES53DO8

Fabricating and Operating Problems

© Welding of the sintered, porous stainless steel was extremely
difficult. The edges of the plates were machined square before welding,
because beveled edges and weld penetrations greater than about 50 per-
cent caused the materiasl to crumble during welding. The welds were
weakened because of oxidation of the porous metal at the interface
between the metal and the weld bead. It is believed that sounder welds
would have resulted if machine welding had been employed. Higher cur-
rent densities and faster welding speeds, together with copious flooding
with inert gas, would have resulted in less heating of the adjacent
plate and reduced likelihood of oxidized metal at the interface between
the porous plate and the weld bead.

Cracks developed in the oxidized regions adjacent to several welds
from overheating and thermal stresses where the conductive cooling and
the insulating effect of the transported air film were not large enough
to cool adequately the impermeable weld beads (fig. 19). In addition
to the discontinuities in the air film caused by welds, the film thick-
ness varied because of nonuniformities in permeability and in thickness
of the porous stainless-steel plates as received from the manufacturer.
These variations in film thickness, together with possible hot streaks
in the combustion gas, contributed to hot spots in the porous metal
which developed into the oxidized regions shown in figure 19. One
whole plate (fig. 19(a)) among the grade E porous stainless steel was
severely oxidized in the first 2.2 hours of afterburning. A subsequent
check disclosed that the plate was actually grade F material that had
been mismarked grade E by the manufacturer. This piece and two smaller
but heavily oxidized areas were replaced with new porous stainless steel
before continuing the tests. After this initisl period of operation,
about 40 percent of the grade F material was moderately oxidized and
about -30 percent of the grade G material was lightly oxidized.

The extent of the oxidized areas at the conclusion of the investi-
gation, after 6.2 hours of afterburner operation, is shown in fig-
ure 19(b). About 70 percent of the grade G material was lightly oxidized,
and about 80 percent of the grade F material was moderately or heavily
oxidized. Scattered oxidized areas in the grade E material were gen-
erally adjacent to weld areas, except for a zone straddling the top
center line in the wake of the heavily oxidized region of the grade F
material. The hi.h temperatures and oxidation in this zone were probably
due to a hot streak in the combustion gas. The area of the most exten-
sive and severe oxidation in the grade F and adjacent grade E material
corresponds to the region of combustion-gas impingement on the wall,
as indicated in reference 1. It seems probable that thin spots in the
cooling-air film due to previously mentioned causes, coupled with the
serubbing and mixing of the hot gases at these spots, raised the local
metal temperatures enough to accelerate oxidation and start the cycle

2833
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of events leading to severe oxidation and broken welds. Better design
practice and improved fabricating techniques of more nearly uniform

> porous materials, together with the elimination of possible hot streaks
in the combustion gas, can, no doubt, eliminate oxidation as a problem;
but it may be necessary to provide a thicker air film than is indicated
by the correlation curve herein to counteract turbulent mixing in the
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region of combusticon-gas impingement.

The cooling-alr pressure was always maintained high enough to
ensure the flow of some cooling air through the entire porous surface,
even during engine starting. No plugging of the porous material was
evident except the oxidation that has been discussed. There were no
deposits of soot or residues from the JP-4 fuel on the porous wall, even
where the temperatures wvere 175° to 200° F (grade E), although the sur-
faces of the water-cooled tall rake at approximately the same tempera-
tures became coated with a hard carbonaceous deposit.

£e8e

CONCIUDING REMARKS

The application of transpiration cooling with air to the sintered,
porous stainless-steel combustion-chamber wall of an afterburner was
investigated experimentally. The temperatures of the hot-gas surface
of the porous wall at three stations downstream of the flame holder

. were successfully correlated in terms of the local temperatures of the
combustion gas and cooling air against the ratio of the cooling-air
flux density normal to the porous wall 1o the combustion-gas flow per
unit of combustion-chamber flow area. The correlation obtained from
this afterburner is in good agreement with similar experimental corre-
lations obtained for an air-cooled, sintered, porous turbine blade of
stainless steel and for a nitrogen-cooled, porous section of a rocket
combustion chamber.

i

Calculations based on the experimental correlation of this inves-
tigation indicate that for an exhaust-gas total temperature of 3798° R,
a burner-inlet total temperature of 1656° R, an inlet-air temperature
of 533° R, and a combustion-gas flow of 0.057 pound per second per
square inch ol burner flow area at the flame holder, a constant wall
2 temperature of 1560° R can be maintained by transpiration cooling for
& a coolant-flow ratio of 0.016. This coolant flow is only 8 to 11 per-
cent of that required to maintain an average meximum wall temperature
of 1760° R under similar operating conditions for a solid-wall forced
convection cooled by air flowlng through a 1/2-inch annular cooling
shroud. Calculations also indicate that the transpiration-cooling
requirements are more than doubled for this afterburner, if, rather
than maintaining a uniform wall temperature, the walls are fabricated
from a uniform-permeability material so that the maximum wall tempera-

ture is 1560° R.
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Oxidation of the porous metal was a problem wherever the wall tem-
peratures exceeded about 1600° R. Areas or decreased thickness in the
insulative cooling-air film, attributed to nonuniformities in thickness
and permeability of the porous metal and to possible hot streaks in the
combustion gas, led to hot spots and oxidation of the porous metal.

The most extensive and severe oxidation occurred in the region of
combustion-gas impingement on the wall and adjacent to welds. Better
design practice and improved fabricating techniques of more nearly
uniform porous materials, together with the elimination or reduction of
hot streaks in the combustion gas, can, no doubt, remove oxidation as

a problem.

Lewis Flight Propulsion Laboratory
National Advisory Committee for Aeronautics
Cleveland, Ohio
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APPENDIX A
SYMBOLS
e,
A flow area, sq in.
Ca coefficient of discharge
Cy area coefficient of thermal expansion
g gravity constant, 386 in./secz
L distance from flame-holder center line to exhaust-nozzle
exit, in.
m mass-flow rate, (1b)(sec)/in.
P total pressure, lb/sq in. abs
) static pressure, lb/sq in. abs

-~ A(pz)' difference between squares of the absolute pressures on either

side of porous wall, pi - pé, 1b2/1n.4

R gas constant, 1b-in./(1b)(°R)

Re Reynolds number

T temperature of a solid or total temperature of a gas, °r
T, NACA standard temperature at sea level, 519° R

Uu____ local average axial velocity in combustion chamber, in./sec
v local cooling-air velocity normal to porous wall, in./sec
W flow rate, 1lb/sec

b4 distance from flame-holder center line, in.

B viscosity of air at temperature T, 1b/(in.)(sec)

Mo viscosity of air at T, 1b/(in.)(sec)

p density, 1b/cu in.

< thickness of porous material, in.
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Subscripts:
a cooling air i
| g combustion gas or combusti.on-gas slde
, W wall
i :
; X at distance x measured from flame-holder center line {
N 9
? 0 where x 1is zero Y :
;§ 8 exhaust nozzle
3 i
i 3/16 measured at a depth of 3/16 inch from the air side of the porous }
; wall i
!
i
-
'
." g . f
S - ,
- 55 H Ji
‘ '!j -
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APPENDIX B

CALCULATION OF EXHAUST-GAS TEMPERATURE

The exhaust-gas temperature was calculated from the equation

-2 2
DA PgAgCyCy
T/s

Tg,8 = ( R (B1)
. mygR Wg,ar\/;.:q

Values of the static-pressure parameter _EQT: .for various values of
my/gRT

specific-heat ratio y and pressure ratios p/P were obtained from

reference 17. The area Ag was measured at room temperature in the

plane of total- and static-pressure measurement 4% inches upstream of

the exhaust-nozzle throat. A discharge coefficient Cj3 of unity was

assumed, since the pressures were surveyed at the centroids of five
equal annuli. The area thermal-expansion coefficient C, was assumed
to be unity because of negligible expansion of the water-cooled conical
exhaust nozzle. The specific-heat ratio Yy and the exhaust-gas con-
stant R were calculated in the usual manner for the mixture of
exhaust gas and cooling air at station 8 from the thermodynamic data
of reference 18 and the assumption that the relatively small percentage
of cooling air introduced through the porous wall did not enter into
the combustion process, but acted only as a diluent after combustion
was completed.
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TABLE I. - MANUFACTURER'S SPECIFICATIONS OF SINTERED

AISI TYPE 304 POROUS STAINLESS STEEL

1 Property Specification for grade
E |_F G
% ~ . 3
B Mean pore opening, in. 0.0015 {0.0C08 | 0T®004 ;
: Mean pore opening, 35 20 10 E
ot micrdons 9
. [+ 2 N
«

Minimum ultimate tensile: 15,000 15,000 15,000
strength?®, lb/sq in. .

- Approximate modulus of | 15x10® |15x10° | 15x10° :
elasticity®, 1b/sq in. | i i {

oy -

th
93]
w

3 Elongation minimum,

: i

? percent : ; !
' e s } 4

i H :

: i :

Porosity?, percent i 52 40 ! 37

®At room temperature. W

bDetermined from samples by NACA Lewis laboratory.
Tolerance on thickness over 1/8 inch is +0.048
inch, -0.015 inch.

TABLE II. - MANUFACTURER'S SPECIFICATIONS OF IMPROVED-

F
i :
N g QUALITY AISI TYPE 316 POROUS STAINLESS STEEL
j
o property | Specification
: i , - Ultimate tensile strength, 1b/sq in. | 35,000-55,000
= i o Approximate modulus of elasticity, 15)(]_06
S ' 1v/sq in.
a Elongation, percent ’
Test Coupon 3-8 |
Calculated from minimum bending 8-12 i

radius

‘ Calculated from hydrostatic test 10-14

; Porosity, percent 20-25 ‘
% Minimum bending radius, in. 3-times thickness

K -{Tolerance on thickness, in. $0.002 )
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Figure 1. - Porous stainless-steel combustion-chamber wall at'ter
¢.2 hours of afterburning.
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Station A B E_a‘f._f_lff_.. c
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| - L
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4 3
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i
i1 0 i
B 270 i
3 g t
'l :
b :
. = .
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3 _____9?.0
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¥
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o <
Q 3
g :
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por i
ot . i
:
i E) ’ 6 7
- t = ~_\ll e . %
! & —— :
: :
§ j
T o Thermocouples :
4 ‘ © 90° _ ___&_____‘ ® Air side of porous wall _“é_____
; © 1/8-in. depth from air
I side ;
‘,i- @ 3/16-in. depth from air ;
S side :
: ® ® ® Flush with hot-gas ®
+Q_ ,_+ surface of porous ? d :
(=] (=) wall (=)
@® Wall static tap
N EEZ

00— ? o ,

(a.) Instrumentation on porous stainless-steel wall.

s e §

Figure 4. - Types and locations of afterburner instrumentation. (All -
dimensions in inches.)
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Gas flow
Station A B — C
[ 180° | |
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;
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iy ® Cooling=air temperature :
2{’» probe
: . @ wall static tap :
L - ] .'
‘ .
2
]
:
L 180° — 3 & 2
3 ‘ * {b) Instrumentation on cooling shroud.

§ Fi 4. - Concluded. Types and locations of afterburner instrumentation.
iAll dimensions in inches.)
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Pigure 8. - Viscoaity and temperature correction factors for air,
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(o) Cooling air
a Air surface of porous wall ¢
o Porous wall, 1/8-1n. depth from air side 5
A Porous wall, 3/16-in. depth from air side
v Hot-gas surface of porous wall g
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Figure 9. - Typical circumferential temperature profiles. Exhaust-gas total
temperature, 3057° R; burner~inlet total temperature, 1579° R; inlet cooling-
air temperature, 550° R®; coolant-flow ratio, 0.093.
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O Air surface of porous wall
—4} © Porous wall, 1/8-in. depth from air side
A Porous wall, 3/16-in. depth from air side
V  Hot-gas surface of porous wall
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Circumferential position looking downstream, deg
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Figure 9. - Continued. Typical circumferential temperature profiles. Exhaust-

gas total temperature, 3057° R; burner-inlet total temperature, 1579° R;
inlet cooling-air temperature, 550° R; coolant-flow ratio, 0.093.
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i O Air surface of porous wall :
i © FPorous wall, 1/8-in. depth from air side
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§ ; C (c) Station C.
5;, ; ' Figure 9. - Concluded. Typical circumferential temperature profiles. Exhaust-
; gas total temperature, 3057° R; burner-inlet total temperature, 1579° R;
e N inlet cooling-air temperature, 550° R; coolant-flow ratio, 0.093.
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* Pigure 12. - Correlation of cooling date from experimentsl afterburner cocled by

transpiration of air through sintered, porous stainless steel.
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Pigure 15. -~ Comparison of experimental cooling correlations for transpiration-cooled
afterburner combustion chamber, turbine blade, and rocket.
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< | ‘
1600
: 4 7
: P4 : e
i 1200 e
f v AN
. S a) | L
: ~ Hot-gas surface
i of porous wall
{ 800
Cd L [- _ - !
L . (P Cooling air —
’ g Station A B c
M 400 [ " l
H s} 10 20 30 40 50 60 70

Distance from flame holder, x, in.

{b) Exhsust-gas total temperature, 3798° R; burner-inlet total temperature, 15656° R;
inlet cooling-sir temperature, 533° R; coolant-flow ratio, 0.107; cooling-air
pressure, 12,36 pounds per square inch absolute; pressure drop across porous wsll;
0.95 pounds per square inch at upstream end, 2.32 pounds per square inch at down-
atream end; total gas flov at exhaust-nozzle exit, 32.57 pounds per second. .

Figure 16. - Concluded. Longitudinal diatridution of temperatures.

CONFIDENTIAL

e e g oy orf 34,




‘puodas 1ad spunod T'62 ‘X9pTOU BWWTJ 38 MOTJ SWE-UOTLSNQUWODd
g 0029 faanjegadwoy J118-JUTTO0D aBwvIaaw fy 09591 faamyvxadwal 18103 3alul-zauang fy oB6LE ‘arnjeaadwal
18303 sud-gsneyxy -aanjsiadwag [TBM JUBJSUOD J0J MOTJ JT18-HUTTO0D JO UOTNQIXISTP uWmwyydo - LT oInd1g

43

‘Ul ‘X fasploy swelj WOl aouwv3lsi(g

9 9G 1354 (034 2% ve 91 8 6]
_ e
-
A \\
\\\\\\\ L7
\\ \
A A

2 | ¢

7 @‘

\\
17
W 4
 fa e

fROTJ 418-BUTTOO2 JO UOT3O8LY

CONFIDENTIAL
CONFIDENTIAL

N
N
N
1
P
x

X
®up
*n

‘0T3BI MOTJ-3UBTOO) ‘aanisviadmal TT8M

Q0
2
9 910" 0951 E— 01
L] 220" STt ——
3 €170 089 S
¢ M
< 83y /oy do :
=

) . 2833 }9¥q 9-dD

et M K e s g Tt AR v B e

TR B et ¥ e T e st a b B e Ao s b e




B b 3 S R ey 0 >

b ey v e

o

-

Ve swemns

aee e e

[ERURN

44 CONFIDENTIAL

NACA RM ES3DO8

Y T
Grade Thickness, Coolant-flow W
4000 in. ratio,
w,/wg,e
——— G 0.250 0.007
- H .034 .020 —
— == F 250 .032 |
[ s > o . 250 .133
1600 -~~~ Combustion gas
~ “
3200 |
2800 / /
- & 2400 e
; /]
g . l/
£
; / g
B 2000 /A /
[ \ }
4 (/
/ / o
< A L -
1600
L~ L. - Hot surface of
- ] porous wall
- / i Pt T
N P L - |
—_
1200 — —
/ a
4 A
- A/’ l
800 l
‘/—-“"‘""‘--"—J"‘" — o -4-—:——-—"
=0 — === G Cooling air —
400 ]
o} 10 20 30 40 S0 60 70

Distance from flame holder, x, in.
{a) Temperature distributions.

Figure 18. - longitudinal distributions of temperature and cooling air for several uniform-
permeability porous-wall combustion chambers. Exhaust-gme total temperature, 3798° R;
burner-inlet total temperature, 1656° R; inlet cooling-air temperature, 533° R; cooling-
air static pressure, 12.36 pounds per square inch absolute; combustion-gas flow at flame
holder, 29.1 pounds per second.
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